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1
PROCESS AND PLANT FOR PRODUCING
TYRES FOR VEHICLE WHEELS

CROSS REFERENCE TO RELATED
APPLICATION

This application is a national phase application based on
PCT/IB2006/004036, filed Nov. 27, 2006, the content of
which is incorporated herein by reference.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a process for producing
tyres for vehicle wheels.

In particular, the present invention relates to a process for
producing tyres built on a toroidal support.

Another object of the invention is a plant for producing
tyres for vehicle wheels, able to be used to carry out the
aforementioned producing process.

2. Description of the Related Art

The production cycles of a tyre provide that, after a build-
ing process in which the various components of the same tyre
are made and/or assembled in a building line, a vulcanization
and moulding process is carried out, in a suitable vulcaniza-
tion line, adapted for defining the structure of the tyre accord-
ing to a desired geometry and tread pattern.

A tyre generally comprises a toroidally ring-shaped car-
cass including one or more carcass plies, strengthened with
reinforcing cords, lying in substantially radial planes, (a
radial plane contains the rotation axis of the tyre). Each car-
cass ply has its ends integrally associated with at least one
metal reinforcing annular structure, usually known as bead
core, constituting the reinforcing at the beads, i.e. at the
radially internal ends of the tyre, the function of which is to
enable assembling of the tyre with a corresponding mounting
rim. Placed crown wise to said carcass is a band of elastomer
material, called tread band, in which, at the end of the vulca-
nization and molding steps, a raised pattern is formed for
ground contact. A reinforcing structure usually known as belt
structure is placed between the carcass and the tread band. In
the case of car tyres, this structure usually comprises at least
two radially superposed strips of rubberised fabric provided
with reinforcing cords, generally of metal material, posi-
tioned parallel to each other in each strip and in a crossed
relationship with the cords of the adjacent strip preferably
symmetrically arranged with respect to the equatorial plane
of'the tyre. Preferably said belt structure further comprises at
a radially external position thereof, at least on the ends of the
underlying belt strips, also a third layer of textile or metallic
cords, circumferentially disposed (at zero degrees).

Finally, in tyres of the tubeless type, i.e. devoid of an air
tube, aradially internal layer, called liner, is present which has
imperviousness features to ensure the air-tightness of the tyre.

To the aims of the present description as well as in the
following claims, by the term “elastomer material” it is
intended a composition comprising at least one elastomer
polymer and at least one reinforcing filler. Preferably this
composition further comprises additives such as cross-link-
ing and/or plasticizing agents. By virtue of the cross-linking
agents, this material can be cross-linked through heating so as
to form the final manufactured article.

In recent times tyre production processes in which a green
tyre is built on a rigid toroidal support has been introduced in
the field. Said processes are preferably used for tyres pro-
duced starting from a limited number of elementary semifin-
ished products fed onto a toroidal support whose outer profile
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coincides with that of the radially internal surface of the tyre
that is wished to be produced. The toroidal support is moved,
preferably by means of a robotized system, among a plurality
of working stations in each of which, through automated
sequences, a particular building step of the tyre is carried out.
At the end of the building steps, the toroidal support with the
tyre supported thereby is arranged inside a vulcanization
mould.

In the present context, by the term “green tyre” a tyre
obtained by the building process is indicated.

An example of the aforementioned processes is described
in WO 01/32409, in the name of the same Applicant, which
illustrates a tyre building line provided with working stations,
each arranged to make and assemble at least one structural
component of the tyre being processed, in which at least one
series of tyres comprising at least a first and a second tyre
model that are different from each other is treated simulta-
neously, and in which the transferral of the tyres to the vul-
canization line is carried out through robotized arms and
according to a transferring rate which is equal to the transfer-
ring rate of the tyres to each of said working stations.

WO 01/39963, in the name of the same Applicant, on the
other hand, illustrates a process for producing tyres that are
different from each other, comprising a building unit having a
plurality of working stations, each adapted for assembling at
least one structural component on at least one type of tyre
being processed, a vulcanization unit, and a device for trans-
ferring and moving the tyre being processed, operating
between the working stations and the vulcanization unit.

Said device for transferring and moving the tyre transfers a
green tyre to the vulcanization unit; after vulcanization, it
picks up a vulcanized and moulded tyre from the vulcaniza-
tion unit and transfers it to the first working station of the
building unit, where the tyre is removed from the correspond-
ing toroidal support. The latter is then transferred from the
same device for transferring and moving the tyre into a tem-
perature stabilizing device. In the case in which the tyre to be
produced requires a different type of toroidal support, the
device picks up the suitable toroidal support from a feeding
station and inserts it into the temperature stabilizing device.

The Applicant has noted that since the aforementioned
device for transferring and moving the tyre is arranged to
carry out numerous operations and to make large displace-
ments, requires large maneuvering spaces and therefore a
plant of considerable size. In particular WO 01/39963
describes the use of a robotized arm translating on a rail, as a
device for transferring and moving the tyre.

The Applicant has also verified that, in such known pro-
cesses, any anomaly or malfunctioning in any one from the
vulcanization unit, mounting/dismounting unit of the toroidal
supports, and temperature stabilizing unit, has the immediate
consequence of blocking the production plant with serious
repercussions on its productivity.

For example, in the case of blocking of the mounting/
dismounting unit of the toroidal support, the device for trans-
ferring and moving the tyre does not carry out the removal of
the tyre from the vulcanizer, even if the vulcanization has
been completed. Consequently, the tyre obtained becomes
overvulcanized and therefore is not in accordance with the
required specifications.

SUMMARY OF THE INVENTION

The Applicant has observed that by equally distributing the
duties of the active transfer devices between the building line
and the vulcanization line, it is possible to obtain a more
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flexible process for producing tyres, in which possible
anomalies or malfunctions do not affect productivity.

The Applicant has thus realised that by rationalising the
workload of the devices adapted for transferring the toroidal
supports between the building line and the vulcanization line,
and within the two lines themselves, it is possible to absorb
said anomalies or malfunctions without consequences on the
rest of the plant.

The Applicant has therefore found that by suitably manag-
ing said transfer devices, both in terms of the number and the
type of operations that each of them has to carry out, it is
possible to obtain a process for producing tyres that allows to
avoid wastes in case of failure, slowing down of the same
producing process, as well as to reduce the size of the same
production plant.

In accordance with a first aspect thereof, the invention
concerns a process for producing tyres for vehicle wheels
comprising the steps of:

a) building a green tyre on a toroidal support in a building line
of a tyre production plant;

b) transferring the green tyre and the relevant toroidal support
from the building line of the production plant to a first holding
unit;

c) transferring the green tyre and the relevant toroidal support
from the first holding unit to a vulcanization line of the pro-
duction plant;

d) moulding and vulcanizing the green tyre in the vulcaniza-
tion line of the production plant;

e) separating the moulded and vulcanized tyre from the rel-
evant toroidal support;

f) transferring the toroidal support, separated from the rel-
evanttyre, from the vulcanization line to the first holding unit;
g) transferring said toroidal support, separated from the rel-
evanttyre, from the first holding unit to the building line of the
production plant;

in which said steps b) and g) are carried out through a first
transfer device and said steps ¢) and f) are carried out through
a second transfer device different from said first transfer
device.

According to a preferred embodiment, said step ¢) of trans-
ferring the green tyre and the relevant toroidal support from
the first holding unit to the vulcanization line of the produc-
tion plant comprises step c1) of transferring the green tyre and
the relevant toroidal support from the first holding unit to at
least one vulcanization unit of the vulcanization line of the
production plant through the second transfer device.

Advantageously, the process for producing tyres for
vehicle wheels also comprises step f1) of transferring the
moulded and vulcanized tyre and the relevant toroidal support
from the vulcanization unit to an mounting/dismounting unit
of'the vulcanization line through said second transfer device.

Preferably, in this case, said step f) of transferring the
toroidal support, separated from the relevant tyre, from the
vulcanization line to the first holding unit comprises step 12)
of transferring the toroidal support, separated from the rel-
evant tyre, from the mounting/dismounting unit of the vulca-
nization line to the first holding unit through said second
transfer device.

Preferably, said step g) of transferring the toroidal support,
separated from the relevant tyre, from the first holding unit to
the building line comprises step gl) of transferring the toroi-
dal support, separated from the relevant tyre, from the first
holding unit to a cooling unit of the building line through said
first transfer device.

Advantageously, said step g) also comprises step g2) of
transferring the toroidal support, separated from the relevant

20

40

45

50

55

65

4

tyre, from the first holding unit to a working station of the
building line of the production plant through said first transfer
device.

Advantageously, said step 1) of transferring the moulded
tyre and vulcanized and the relevant toroidal support from the
vulcanization unit to the mounting/dismounting unit com-
prises the substeps of:
f1') transferring the moulded and vulcanized tyre and the
relevant toroidal support from the vulcanization unit to the
first holding unit; and
f1") transferring the moulded and vulcanized tyre and the
relevant toroidal support from the first holding unit to the
mounting/dismounting unit.

Preferably, said step b) of transferring the green tyre and
the relevant toroidal support from the building line to the first
holding unit comprises the substeps of:
b1l) transferring the green tyre and the relevant toroidal sup-
port from the building line to a second holding unit; and
b2) transferring the green tyre and the relevant toroidal sup-
port from said second holding unit to the first holding unit.

Advantageously, said step g) of transferring the toroidal
support, separated from the relevant tyre, from the first hold-
ing unit to the building line comprises the substeps of:

g") transferring the toroidal support, separated from the rel-
evanttyre, from the first holding unit to a second holding unit;
and

g") transferring the toroidal support, separated from the rel-
evant tyre, from said second holding unit to the building line.

Preferably step g") comprises the step of transferring the
toroidal support, separated from the relevant tyre, from the
second holding unit to a working station of the building line.

The Applicant has also realised that it is possible to
improve production by providing, before the moulding and
vulcanization step, a pre-heating step of at least one mould of
the corresponding vulcanization unit.

In accordance with a second aspect thereof, the invention
concerns a plant for producing tyres for vehicle wheels com-
prising:

a building line of a green tyre on a respective toroidal

support;

a vulcanization line of the tyre;

a first holding unit operatively arranged between said
building line and said vulcanization line;

a first transfer device to transfer said toroidal support from
said first holding unit to said building line and vice-
versa,

a second transfer device to transfer said toroidal support
from said first holding unit to said vulcanization line and
vice-versa.

In the tyre production plant, according to a preferred

embodiment, the building line of the green tyre comprises:

a plurality of working stations for building the green tyre;
and

at least one cooling unit of a toroidal support, separated
from the relevant tyre.

According to a further preferred embodiment, the vulcani-

zation line of the tyre comprises:

at least one vulcanization unit of the tyre; and

at least one mounting/dismounting unit of a toroidal sup-
port.

Preferably, said first transfer device is adapted for:

transferring the green tyre and the respective toroidal sup-
port from the building line of the production plant to the
first holding unit;

transferring the toroidal support, separated from the
respective tyre, from the first holding unit to the cooling
unit of the building line; and
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transferring the toroidal support, separated from the
respective tyre, from the cooling unit of the building line
to a working station of the building line.

According to a different preferred embodiment, the tyre
production plant also comprises a second holding unit
adapted for holding the green tyre and the relevant toroidal
support coming out from the building line and for holding the
toroidal support, separated from the relevant tyre, coming out
from the vulcanization line.

In this case, said first transter device is adapted for:

transferring the green tyre and the relevant toroidal support

from said second holding unit to the first holding unit;
transferring the toroidal support, separated from the rel-
evant tyre, from the first holding unit to the cooling unit
of the building line of the production plant; and
transferring the toroidal support, separated from the
respective tyre, from the cooling unit of the building line
to the second holding unit.
Preferably, said second transfer device is adapted for:
transferring the green tyre and the relevant toroidal support
from the first holding unit to at least one vulcanization
unit of the vulcanization line of the production plant;

transferring the moulded and vulcanized tyre and the rel-
evant toroidal support from the vulcanization unit to the
mounting/dismounting unit of the vulcanization line of
the production plant; and

transferring the toroidal support, separated from the rel-

evant tyre, from the mounting/dismounting unit of the
vulcanization line to the first holding unit.

The Applicant has also noted that it is possible to improve
the productivity of the tyre production plant by providing a
vulcanization line comprising two vulcanization units.

Even more preferably, each of said vulcanization units is
provided with six vulcanization moulds. In this way, since the
daily production required of a plant of the type described in
the present context is equal to about 500 covers per day, it is
possible to carry out 50 cycles per day and have 2 vulcaniza-
tion moulds free for each cycle. Such free moulds can advan-
tageously be used for mould changing operations, required by
the vulcanization unit, and to pre-heat at least one mould
inserted in the vulcanization unit.

In a variant of the present invention, the production plant
comprises two mounting/dismounting units and/or four cool-
ing units of the toroidal supports.

Advantageously, the production plant also comprises at
least one rail on which at least one from said first transfer
device and said second transfer device is movable.

In a preferred embodiment of the aforementioned produc-
tion plant, said at least one rail extends between at least two
units selected from the vulcanization unit, the mounting/
dismounting unit, the cooling unit and the second holding unit
and/or from a working station of the building line and a unit
selected from the vulcanization unit, the mounting/dismount-
ing unit, the cooling unit and the second holding unit.

Advantageously, at least one pair of rails constitute a track
on which the first transfer device and the second transfer
device run.

According to an embodiment of the present invention, the
tyre production plant also comprising driving devices to
move the first transfer device and the second transfer device
along said at least one rail.

According to a preferred embodiment of the present inven-
tion, at least one from said first transfer device and said
second transfer device is a robotized arm.

Advantageously, said first holding unit comprises at least
two seats for housing the toroidal supports.
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Preferably, the first holding unit comprises at least four
seats for housing the toroidal supports.

According to an alternative embodiment of the present
invention, said first holding unit is movable and, preferably,
along said at least one rail.

In any case, itis possible to design that the first holding unit
is preferably arranged on the track on which the first transfer
device and the second transfer device run.

BRIEF DESCRIPTION OF THE DRAWINGS

Further characteristics and advantages of the invention
shall become clear from the following description of some
preferred examples of processes and plants for producing
tyres according to the invention, made—for indicating and
not limiting purposes—with reference to the attached draw-
ings, in which:

FIG. 1 shows a schematic lay-out of a plant for producing
tyres for vehicle wheels in which the process according to the
present invention is carried out;

FIG. 2 shows a schematic plan view of a plant for produc-
ing tyres for vehicle wheels according to a first embodiment
of the invention during a step of the subject process;

FIG. 3 shows a schematic plan view of a plant for produc-
ing tyres for vehicle wheels according to a second embodi-
ment of the invention during a step of the subject process; and

FIGS. 4 and 5 show two partial plan views of a plant for
producing tyres for vehicle wheels.

DETAILED DESCRIPTION OF THE INVENTION

With reference to FIGS. 1-3 a plant for producing tyres for
vehicle wheels according to the present invention through
which the production process according to the present inven-
tion is carried out is generally indicated with 1.

The plant 1 comprises a building line 2, in which each tyre
is built by assembling structural components according to a
predetermined sequence, and a vulcanization line 3, in which
each green tyre is moulded and vulcanized, within a respec-
tive vulcanization mould, thus transforming itself into the
finished product.

The building line 2 comprises a plurality of working sta-
tions 10 preferably arranged along a closed loop path indica-
tively represented by the arrows 11 in FIG. 1.

Preferably, said working stations 10 operate simulta-
neously with each other, each on at least one tyre, to assemble
at least one of its structural components thereon.

It should be noted that in the present description and in the
subsequent claims by “structural component” of the tyre it is
meant any component selected for example from: liner, sub-
liner, carcass ply/plies, sub-belt insert, belt strips either cross-
ing over one another or at zero degrees, attachment sheets for
the tread band, tread band, rim, bead filler, textile or metallic
reinforcement inserts, anti-abrasion insert, or any portion
thereof.

In particular, during the assembly step the various struc-
tural components used in making each tyre are advanta-
geously engaged on a toroidal support the shape of which
substantially reproduces the internal configuration of the tyre
to be obtained. Such a toroidal support is preferably of the
type that is collapsible or dismountable into a plurality of
sectors, as for example described in document WO 01/62481
to the Applicant, so as to be able to be easily removed from the
tyre when processing is completed.

Transfer devices 12 operate in the building line 2 to transfer
each of the tyres being processed associated with a respective
toroidal support sequentially from one of the working stations
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10 to the next working station, so as to determine the sequen-
tially assembly of all the components of the tyre.

Preferably, such transfer devices 12 comprise one or more
robotized arms associated with at least one of the working
stations 10 and operating on the individual toroidal supports
to carry out the transfer in sequence of each tyre being pro-
cessed.

The building line 2 comprises, preferably, at least one
cooling unit 6 of a toroidal support adapted for carrying a
toroidal support coming out from the vulcanization line 3 at
the suitable temperature to begin a new building process of a
green tyre.

A first holding unit 7 of a toroidal support associated with
or separated from a respective tyre being processed is opera-
tively arranged between the building line 2 and the vulcani-
zation line 3 of the production plant 1 so as to create a buffer
between the two lines.

The production plant 1, according to the present invention,
is also provided with a first transfer device R1, to transfer said
toroidal support associated with or separated from a respec-
tive tyre being processed, between the first holding unit 7 and
the building line 2, and with a second transfer device R2, to
transfer said toroidal support between the first holding unit 7
and the vulcanization line 3.

Preferably at least one from said first transfer device R1
and said second transfer device R2 comprises a robotized
arm.

Preferably, at least one from said first transfer device R1
and said second transfer device R2 is movable on at least one
rail 9.

The vulcanization line 3 comprises at least one vulcaniza-
tion unit 4 of the green tyre, and at least one mounting/
dismounting unit 5 in which the vulcanized and moulded tyre
is separated from the respective toroidal support.

in the first embodiment of the production plant 1, shown in
FIG. 2, the vulcanization line 3 comprises a vulcanization
unit 4 and an mounting/dismounting unit 5.

In the second embodiment of the production plant 1, shown
in FIG. 3, the vulcanization line 3 comprises two vulcaniza-
tion unit 4 and an mounting/dismounting unit 5.

Each vulcanization unit 4 comprises a number of vulcani-
zation moulds adapted for the production capacities of the
production plant 1. In particular, in the embodiments shown
in FIGS. 2-5, each vulcanization unit 4 comprises six vulca-
nization moulds.

Preferably, the vulcanization moulds are mounted on a
turntable to be driven in rotation so as to make the same
vulcanization moulds carry out a closed-loop path, sequen-
tially carrying them, one after the other, to a tyre loading/
unloading station, each associated with its own toroidal sup-
port.

In this way, a green tyre, after having been loaded into a
vulcanization mould, is subjected to a moulding and vulca-
nization process and, once the suitable time to complete the
moulding and vulcanization operations has been achieved, is
unloaded from the mould at the same loading/unloading sta-
tion through rotation of the turntable.

The vulcanization moulds are preferably sealed airtight
and are arranged to house a tyre being processed previously
built on a toroidal support, the outer surface of which sub-
stantially reproduces the internal configuration of the tyre to
be obtained. Said vulcanization moulds are provided with
working fluid passage devices as illustrated for example in
WO 2004/045837, in the name of the same Applicant.

The mounting/dismounting unit 5 is adapted for housing a
vulcanized tyre and the respective toroidal supportto perform
the separation operation of the vulcanized tyre. In the present

8

context, by the term “separation operation” it is meant to
indicate at least all of the dismounting operations of the
toroidal support, and the removal of the tyre from the afore-
mentioned dismounted toroidal support.
5 In accordance with an embodiment of the present inven-
tion, the first transfer device R1 is adapted for:
transferring the green tyre and the respective toroidal sup-
port from the building line 2 of the production plant 1 to
the first holding unit 7;

10 transferring the toroidal support, separated from the
respective tyre, from the first holding unit 7 to the cool-
ing unit 6 of the building line 2; and

transferring the toroidal support, previously separated
15 from the respective tyre, from the cooling unit 6 of the

building line 2 to a working station 10 of the building
line 2.

In accordance with the two embodiments shown in FIGS. 2
and 3, the production plant 1 also comprises a second holding
unit 8 adapted for holding the green tyre and the relevant
toroidal support coming out from the building line 2 and for
holding the toroidal support, separated from the relevant tyre,
coming out from the vulcanization line 3.

Inthis case, the tyre going into the vulcanization line 3 does
not come directly from a station 10 of the building line, but
transits through said second holding unit 8 and therefore, in
this case, the first transfer device R1 is adapted for:

transferring the green tyre and the relevant toroidal support

from said second holding unit 8 to the first holding unit

20
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30 7.
transferring the toroidal support, separated from the rel-
evant tyre, from the first holding unit 7 to the cooling unit
6 of the building line 2; and
45  transferring the toroidal support, separated from the

respective tyre, from the cooling unit 6 of the building
line 2 to the second holding unit 8.
Independently from whether said second holding unit 8 is
present, the second transfer device R2 is preferably adapted
for:
transferring the green tyre and the relevant toroidal support
from the first holding unit 7 to a vulcanization unit 4 of
the vulcanization line 3 of the production plant 1;

transferring the moulded and vulcanized tyre and the rel-
evant toroidal support from the vulcanization unit 4 to
the mounting/dismounting unit 5 of the vulcanization
line 3 of the production plant 1; and

transferring the toroidal support, separated from the rel-

evant tyre, from the mounting/dismounting unit 5 of the
vulcanization line 3 to the first holding unit 7.

As illustrated above, said first and second transfer devices
R1 and R2 can advantageously be movable on at least one rail
9. In the embodiment illustrated in FIGS. 2 and 3, at least one
pair of rails 9 constitutes a track on which the aforementioned
transfer devices R1 and R2 are capable of moving (in the case
illustrated, by translating).

Advantageously, said rails 9 preferably extend between at
least two units from the vulcanization unit 4, the mounting/
dismounting unit 5, the cooling unit 6 and the second holding
unit 8 and/or between a working station 10 of the building line
2 and at least one unit from the vulcanization unit 4, the
mounting/dismounting unit 5, the cooling unit 6 and the sec-
ond holding unit 8.

Inthe case in which the production plant 1 is provided with
a second holding unit 8, said rails 9 also extend between the
cooling unit 6 and said second holding unit 8.
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Advantageously, the first holding unit 7 comprises at least
two seats for housing the toroidal supports respectively asso-
ciated with and/or separated from a green or moulded and
vulcanized tyre.

According to the embodiments shown in FIGS. 2-5, said
first holding unit 7 comprises four seats for housing the tor-
oidal supports.

In such embodiments, the first holding unit 7 is arranged on
the rail on which the first transfer device R1 and the second
transfer device R2 run.

According to a variant of the present invention, the first
holding unit 7 is movable so as to assist the transfer of the first
transfer device R1 and of the second transfer device R2 sim-
plifying their maneuvers and shortening the distances that
they have to accomplish.

In this case, the first holding unit 7 is advantageously
movable along said rails 9.

In accordance with an embodiment, the production plant 1
comprises driving devices to move the first transfer device R1
and the second transfer device R2 along said rails 9. Said
driving devices can be associated with the rails 9 or else with
the first transfer device R1 and with the second transfer device
R2.

Where the productions requirements are such, itis possible
to provide the vulcanization line 3 with two mounting/dis-
mounting units 5 and/or the building line 2 with four cooling
units 6.

With reference to the production plant 1 illustrated in
FIGS. 1-5, a preferred embodiment of a production process
according to the invention will now be described.

In accordance with a first step a), a green tyre is builton a
respective toroidal support by assembling each structural
component of the tyre according to a predetermined sequence
atthe aforementioned working stations 10 of the building line
2 of the production plant 1.

This building step of each tyre is carried out for example
according to methods illustrated in document WO 01/32409,
to the same Applicant.

When the building step is complete, the process for pro-
ducing tyres according to the present invention provides car-
rying out a step b) transferring the green tyre and the relevant
toroidal support from the building line 2 of the production
plant 1 to the first holding unit 7. Such a step b) is carried out
through the first transfer device R1.

The next step ¢) provides transferring the green tyre and the
relevant toroidal support from the first holding unit 7 to the
vulcanization line 3 through the second transfer device R2,
different to the first transfer device R1.

Thereafter the green tyre is moulded and vulcanized in the
vulcanization line 3 of the production plant 1 so as to define
the structure of the tyre according to the desired geometry and
tread pattern.

Once vulcanized and moulded, the tyre is separated from
the relevant toroidal support in a step e) that comprises the
dismounting of the toroidal support and the removal of the
moulded and vulcanized tyre from said toroidal support. Pref-
erably said step e) also comprises the subsequent remounting
of the toroidal support, which is thus ready for another pro-
duction cycle.

At this point the toroidal support, separated from the rel-
evant tyre, is subjected to step f) of transferral from the
vulcanization line 3 to the first holding unit 7 through the
second transfer device R2.

Thereafter, the first transfer device R1 carries out step g) of
transferring the toroidal support, from the first holding unit 7
to the building line 2 of the production plant 1.
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Preferably, step c¢) of transferring the green tyre and the
relevant toroidal support from the first holding unit 7 to the
vulcanization line 3 of the production plant 1 comprises step
cl) of transferring the green tyre and the relevant toroidal
support from the first holding unit 7 to a vulcanization unit 4
of'the vulcanization line 3 through the second transfer device
R2.

Advantageously, the process according to the present
invention, comprises the further step f1) of transferring the
tyre, after it has been moulded and vulcanized, and the rel-
evant toroidal support from the vulcanization unit 4 to the
mounting/dismounting unit 5 of the vulcanization line 3
through said second transfer device R2.

Inthis case, said step ) of transferring the toroidal support,
separated from the relevant tyre in the mounting/dismounting
station 5, from the vulcanization line 3 to the first holding unit
7 comprises step {2) of transferring the toroidal support, after
it has been separated from the relevant tyre, from the mount-
ing/dismounting unit 5 of the vulcanization line 3 to the first
holding unit 7 through said second transfer device R2.

Preferably, step g) of transferring the toroidal support sepa-
rated from the relevant tyre from the first holding unit 7 to the
building line 2 comprises step gl) of transferring the toroidal
support from the first holding unit 7 to the cooling unit 6
through the first transfer device R1.

Said step g) also comprises a step g2) of transferring the
toroidal support from said cooling unit 6 to a working station
10 of the building line 2 through the first transfer device R1.

According to an alternative embodiment of the process for
producing tyres, step fl) of transferring the vulcanized and
moulded tyre and the relevant toroidal support from the vul-
canization unit 4 to the mounting/dismounting unit 5 com-
prises the substeps of:
f1') transferring the vulcanized and moulded tyre and the
relevant toroidal support from the vulcanization unit 4 to the
first holding unit 7; and
f1") transferring the vulcanized and moulded tyre and the
relevant toroidal support from the first holding unit 7 to the
mounting/dismounting unit 5.

In other words, according to such an alternative embodi-
ment, the toroidal support transits by the first holding unit 7
even after the vulcanization process, before the toroidal sup-
port has been dismounted and, after the removal of the vul-
canized tyre, mounted again.

Preferably, step b) of transferring the green tyre and the
relevant toroidal support from the building line 2 to the first
holding unit 7 comprises the substeps of:
b1l) transferring the green tyre and the relevant toroidal sup-
port from the building line 2 to a second holding unit 8; and
b2) transferring the green tyre and the relevant toroidal sup-
port from said second holding unit 8 to the first holding unit 7.

In a similar manner, step g) of transferring the toroidal
support, separated from the relevant tyre, from the first hold-
ing unit 7 to the building line 2 comprises the substeps of:
g") transferring the toroidal support from the cooling unit 6 to
the second holding unit 8; and
g") transferring the toroidal support from said second holding
unit 8 to the building line 2.

Preferably step g") comprises the step of transferring the
toroidal support from said second holding unit 8 to a working
station 10 of the building line 2.

According to an embodiment, the process for producing
tyres for vehicle wheels comprises, before step d) of mould-
ing and vulcanizing the tyre in the vulcanization unit 4, a
pre-heating step of a mould of the corresponding vulcaniza-
tion unit 4.
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FIG. 4 schematically shows the transferrals carried out by
the first transfer device R1, in an embodiment of the present
invention. Such transferrals are indicated by the arrows F1, F5
and F6.

Similarly, FIG. 5 schematically shows the transferrals car-
ried out by the second transfer device R2, in the same embodi-
ment. These transferrals are indicated by the arrows F2, F3
and F4.

The steps of the production process according to the
present invention have up to now been described in sequence
from the building of the green tyre up to the vulcanized tyre
leaving the production plant. However, the steps of the pro-
cess occur simultaneously and the units such as the vulcani-
zation unit 4, the mounting/dismounting unit 5, the cooling
unit 6 and the second holding unit 8, operate simultaneously,
each on at least one tyre to carry out the step of the production
process on it for which it is intended.

In order to better understand the invention, with reference
to FIGS. 4 and 5, it is possible to schematize the production
process according to a possible embodiment of the present
invention, in normal operating conditions, i.e. when the vul-
canization unit 4 is full, as follows.

The second transfer device R2 in sequence carries out the
steps of:

F3) transferring the moulded tyre and vulcanized and the
relevant toroidal support from the vulcanization unit 4 to the
mounting/dismounting unit 5;

F2) transferring the green tyre and the relevant toroidal sup-
port from the first holding unit 7 to a vulcanization unit 4;
F4) transferring the toroidal support, separated from the rel-
evant tyre, from the mounting/dismounting unit 5 to the first
holding unit 7.

At the same time, the first transfer device R1 in sequence
carries out the steps of:

F1) transferring the green tyre and the relevant toroidal sup-
port from a station 10 of the building line 2 to the first holding
unit 7;

F6) transferring the toroidal support, separated from the rel-
evant tyre, from the cooling unit 6 to a working station 10 of
the building line 2;

F5) transferring the toroidal support, separated from the rel-
evant tyre, from the first holding unit 7 to the cooling unit 6.

Preferably, F1) and F2) are carried out simultaneously, just
as F6) is carried out simultaneously to F4) and F5) is carried
out simultaneously to F4.

The invention claimed is:

1. A process for producing tyres for vehicle wheels com-

prising the steps of:

a) building a green tyre on a toroidal support in a building
line of a tyre production plant;

b) transferring the green tyre and the toroidal support from
the building line of the production plant to a first holding
unit;

c) transferring the green tyre and the toroidal support from
the first holding unit to a vulcanization unit of a vulca-
nization line of the production plant;

d) moulding and vulcanizing the green tyre in the vulcani-
zation line of the production plant;

e) separating the moulded and vulcanized tyre from the
toroidal support;

f) transferring the toroidal support, separated from the vul-
canized tyre, from the vulcanization line to the first
holding unit; and

g) transferring said toroidal support, separated from the
vulcanized tyre, from the first holding unit to the build-
ing line of the production plant;
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wherein steps b) and g) are carried out through a first
transfer device and steps ¢) and f) are carried out through
a second transfer device different from said first transfer
device, and
wherein the process further comprises transferring the
moulded and vulcanized tyre and the toroidal support
from the vulcanization unit to a mounting/dismounting
unit of the vulcanization line through said second trans-
fer device, comprising:
transferring the moulded and vulcanized tyre and the
toroidal support from the vulcanization unit to the first
holding unit; and

transferring the moulded and vulcanized tyre and the
toroidal support from the first holding unit to the
mounting/dismounting unit.

2. The process for producing tyres for vehicle wheels
according to claim 1, wherein step f) of transferring the tor-
oidal support, separated from the vulcanized tyre, from the
vulcanization line to the first holding unit comprises:

transferring the toroidal support, separated from the vulca-
nized tyre, from the mounting/dismounting unit of the
vulcanization line to the first holding unit through said
second transfer device.

3. The process for producing tyres for vehicle wheels
according to claim 1, wherein step g) of transferring the
toroidal support, separated from the vulcanized tyre, from the
first holding unit to the building line comprises step:

gl) transferring the toroidal support, separated from the
vulcanized tyre, from the first holding unit to a cooling
unit of the building line through said first transfer device.

4. The process for producing tyres for vehicle wheels
according to claim 1, wherein step g) of transferring the
toroidal support, separated from the vulcanized tyre, from the
first holding unit to the building line comprises step:

g2) transferring the toroidal support, separated from the
vulcanized tyre, from the first holding unit to a working
station of the building line of the production plant
through said first transfer device.

5. The process for producing tyres for vehicle wheels
according to claim 1, wherein step b) of transferring the green
tyre and the toroidal support from the building line to the first
holding unit comprises the substeps of:

bl) transferring the green tyre and the toroidal support
from the building line to a second holding unit; and

b2) transferring the green tyre and the toroidal support
from said second holding unit to the first holding unit.

6. The process for producing tyres for vehicle wheels
according to claim 3, wherein step g) of transferring the
toroidal support, separated from the vulcanized tyre, from the
first holding unit to the building line comprises the substeps
of:

g") transferring the toroidal support, separated from the
vulcanized tyre, from the first holding unit to a second
holding unit; and

g") transferring the toroidal support, separated from the
vulcanized tyre, from said second holding unit to the
building line.

7. The process for producing tyres for vehicle wheels
according to claim 6, wherein step g") of transferring the
toroidal support, separated from the vulcanized tyre, from
said second holding unit to the building line comprises the
step of transferring the toroidal support, separated from the
vulcanized tyre, from the second holding unit to a working
station of the building line.

8. The process for producing tyres for vehicle wheels
according to claim 1, wherein step d) of moulding and vul-
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canizing the tyre in the vulcanization unit comprises a pre-
heating step of a mould of the vulcanization unit.
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